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1. Explain Electro plastic Behavior by using chart.
2. What is the modulus of resilience in regards to material behavior?
3. Data can be represented in many ways; describe in detail why?
4. Describe the development of structure in a cement paste.
5. Describe the steps in the manufacture of Portland cement.
6. The fineness modulus is used to assess the suitability of aggregate for certain applications.  Explain why it is an important property of an aggregate.
7. What chemical compounds contribute to strength gain in concrete?
8. Why is proportioning important in concrete mixes?
9. Which chemical admixture is used to accelerate set time in concrete? Describe how it works. 
10. Why aggregates are evaluated by Los Angeles abrasion test?

